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NOTES

1) Prestressing steel shall be uncoated high strength, slress-relieved 7-wire strand, Grade 270.
2.) The nomingl diometer shall be %" and the nominal cross-sectional greg shali be 0.153 sq. in.

3.0 Lifting joops shall be 2 - ¢ - 270 ksi strands, as shown.
a5 ™ 3¢ Radivs 4.} Reinforcement bars shall conform fo the requirements of AASHTO M-31, M-42, or M-53 Grade 60.
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